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Sample Description: 
One (1) group of submitted sample said to be : 
Item Name : (A) 

(B) 
(C) 

GAS SPRING – STAINLESS STEEL – SUS 316 
GAS SPRING – STAINLESS STEEL CONNECTING PARTS – SUS 303 
GAS SPRING STAINLESS STEEL BRACKET – BALL STUD : SUS 303 / PLATE : SUS 
304 

: (B) 
 

L1S, L2S, L5SM810, L5SM808, L5SM608, L5SM610, A15S08M6, A15S10M6, 
A15S08M8, A15S10M8, C9S20M6, C9S20M8, C19S20M8, C19S25M8, C19S30M8, 
SWS12, SWS13, SWS14, SWS6411A, SWS6411B, SWS6411C, SWS6411D, 
SWS6412A-L1, SWS6412B, SWS6412C 

Item No. 

 (C) BKTS-01, BKTS-02, BKTS-03, BKTS-04-I, BKTS-05, BKTS-10-I, BKTS-10-O, BKTS-
14-O, BKTS-11, BKTS-11A, BKTS-B11,  
BKTS-B12, BKTS-12A, BKTS-B12, BKTS-13, BKTS-06,  
BKTS-08, BKTS-09A, BKTS-16, BKTS-18, BKTS-19A 

Quantity : 2 pcs/ per style 
Country of Origin : Taiwan 
Goods Exported To : Global 
Date Sample Received : Dec 03, 2014 
Date Test Started  : Dec 03, 2014 

  

 
Tests Conducted: 

As requested by the applicant, for details please refer to attached pages. 
 

 
Conclusion: 

Tested Sample  Standard  Result 
Submitted samples  Salt spray test 

- As per applicant’s request 
 See Test 

Conducted 
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Salt Spray Test 
 
As per ASTM B117-11 standard test method of salt spray (FOG) testing, test the sample in a condition of 5 % salt 
spray, 35 °C 
 
Exposure time : 264 hours 

 
Sample  Observation  Grade 
Submitted samples     

(A) 
 

Slight corrosion is found on the surface of tested sample.  9 

(B)  Slight corrosion is found on the surface of tested sample.  8 

(C)  Slight corrosion is found on the surface of tested sample.  9 

(D)  Slight corrosion is found on the surface of tested sample.  9 

(E)  Some corrosion is found on the hole of tested sample at the third day.  5 

(F)  No corrosion is found on the surface of tested sample.  10 

 
Remark: The assessment of grade was referred to ASTM D610-08. 

 
Scale and description of rust grades 

Rust grade Percent of surface rusted 
10 Less than or equal to 0.01 percent 
9 Greater than 0.01 percent and up to 0.03 percent 
8 Greater than 0.03 percent and up to 0.1 percent 
7 Greater than 0.1 percent and up to 0.3 percent 
6 Greater than 0.3 percent and up to 1.0 percent 
5 Greater than 1.0 percent and up to 3.0 percent 
4 Greater than 3.0 percent and up to 10.0 percent 
3 Greater than 10.0 percent and up to 16.0 percent 
2 Greater than 16.0 percent and up to 33.0 percent 
1 Greater than 33.0 percent and up to 50.0 percent 
0 Greater than 50 percent 
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Salt Spray Test 
 
Photo:  
Sample (A) 
Day 1 

 

 

 
Day 2 

 

 

 
Day 3 

 

 

 
Day 4 
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Salt Spray Test 
 
Day 10 

 

 

 
Day 11 
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Salt Spray Test 
 
Day 3 
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Salt Spray Test 
 
Sample (C) 
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Salt Spray Test 
 
Day 10 
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Day 1 

 

  

 
Day 2 

 

  

  



 
 
 

Test Report 
 

 Number : TWNH00043214 
Test Conducted 

*TMJ0043214* Page 11 of 20 
Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 

全國公證檢驗股份有限公司 
11492 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2420 

 
Salt Spray Test 
 
Day 3 

 

  

 
Day 4 

 

  

 
Day 5 

 

  

 
Day 8 

 

  

  



 
 
 

Test Report 
 

 Number : TWNH00043214 
Test Conducted 

*TMJ0043214* Page 12 of 20 
Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 

全國公證檢驗股份有限公司 
11492 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2420 

 
Salt Spray Test 
 
Day 9 

 

  

 
Day 10 

 

  

 
Day 11 

 

  

  

 



 
 
 

Test Report 
 

 Number : TWNH00043214 
Test Conducted 

*TMJ0043214* Page 13 of 20 
Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 11492, Taiwan, R.O.C. 

全國公證檢驗股份有限公司 
11492 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2420 

 
Salt Spray Test 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this 
report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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