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T R Rl 7 RE TR ZEAER (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

1% # B # (Sample Submitted By) i RBOEEAMS (SUPER SHENG ENTERPRISE CO., LTD.)

# &b % #% (Sample Description) : SUPERSEN GAS SPRING - CARBON STEEL SERIES
# LA 5% (Style/Item No.) : LIFT-O-MAT-2# & 5 &% / LIFT-0-MAT-DD-#; A5 ra & S A4 /

LITF-0-MAT-PTL-Z 4545 = f. &4 / BOLC-O-LIFT-Z4xr §L A 4 /
BOLC-LIFT-OBT- % 4 2 F /& 4§ % £ AR & £ ALk /

BOLC-O-LIFT-T-= A 48 & £ 45 f. A4 / Tension Gas Spring-#rf¥ & A 4 /
STAB-0-SHOC HD15 / HD18 / HD24-i& /R ra

W4 B #8(Sample Receiving Date) : 2019/10/25
B3 #8 B] (Testing Period) : 2019/10/25 to 2019/11/01
R E K (Test Requested) DORBEEPIER  RBIG S R NMES - 8B X - %28 ¥ & DBP, BBP, DEHP,

DIBP. (As specified by client, to test Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

B3, ¥ % (Test Method) ! #4%BT—7A (Please refer to following pages).
B & £ (Test Results) %% T—8& (Please refer to following pages).

Troy Cfgﬁig{;‘énager % e

Signed for and behalf of
SGS TAIWAN LTD.
Chemical Laboratory - Taipei
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R & £ (Test Results)

A3 2043 (PART NAME)No. 1 o Eaggimoal (MIXED ALL PARTS)
X
RRA B B ARF %
(Test Items) (Unit) (Method) ML (R;su:t)
o.
4% / Cadmium (Cd) mg/kg |%#IEC 62321-5 (2013) » AR L8 E 2 n. d.
FaakEE 4R, / With reference
4% / Lead (Pb) mg/kg |to IEC 62321-5 (2013) and performed 2 n. d.
by ICP-OES.
& / Mercury (Hg) mg/kg [%#IEC 62321-4:2013+ AMD1:2017 » &4 2 n. d.

RIEFR S TR S EMKA. / Vith
reference to IEC 62321-4:2013+
AMD1:2017 and performed by ICP-OES.

~1&4% / Hexavalent Chromium Cr(VI) mg/kg |%#IEC 62321-7-2 (2017) » sAUV-VISik 8 n. d.
Al. / With reference to IEC 62321-7-
2 (2017) and performed by UV-VIS.

$aMEMF / Sun of PBBs mg/kg = n. d.
— &% 3% / Monobromobiphenyl mg/kg 5 n. d.
—:&% %X / Dibromobiphenyl mg/kg 5 n.d.
=28 X / Tribromobiphenyl mg/kg 5 n.d.
m &5 X / Tetrabromobiphenyl mg/kg zjg;i?%—g ’(tlzlm 512’ k ﬁ*i% T}Eé 5] n. d.
TR : e Al 1th reference to
zi?iﬁﬁii / Pentabromo?lphenyl ng ke 62321—6 (2015) and performed by 2 13
%5 X / Hexabromobiphenyl mg/kg GC/MS. 5 n.d
+ &5 X / Heptabromobiphenyl mg/kg 5 n. d.
NEE K / Octabromobiphenyl mg/kg 5 n. d.
A& % X / Nonabromobiphenyl mg/kg 5 n. d.
+ &8 X / Decabromobiphenyl mg/kg 5 n. d.
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RRAE A R F & MDL (Riit)

(Test Items) (Unit) (Method) 1
%% Xskif / Sum of PBDEs mg/kg _ H.d
— 2% K&t / Monobromodiphenyl ether mg/kg 5 n. d.
Z %% X&t / Dibromodiphenyl ether mg/kg 5 n.d.
Z &% RX&t / Tribromodiphenyl ether mg/kg 5 n. d.
w R B X &k / Tetrabromodiphenyl ether mg/kg %jI‘ECAE?%zl_G‘(ZOIS)’ AR R/ 5 n.d.
Z 2% K& / Pentabromodiphenyl ether mg/kg ;2335? I(E;blg)w;;ig ;Zi?gigzz :)3 LG 5 n. d.
X% E K&t / Hexabromodiphenyl ether mg/kg GC/NS. 5 n. d.
+ /&% K&t / Heptabromodiphenyl ether mg/kg 5 n. d.
N A& / Octabromodiphenyl ether mg/kg 5 n.d.
FLi% B K& / Nonabromodiphenyl ether mg/kg 5 n.d.
+ /&8t K&t / Decabromodiphenyl ether mg/kg 5 n. d.
HAR-_FEE— (2-z 4o K)as / DEHP mg/kg 50 n. d.
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-T)
A KT s T e
phthalate 0. : 85-68- . e
WA _TFek—Ta / DBP (Dibutyl ng/kg EZiﬂiieézgyéc /ﬁgélym vas 50 o d.
phthalate) (CAS No.: 84-74-2)
#R-_F#—ETaE / DIBP (Di-isobutyl | mg/kg 50 n.d.
phthalate) (CAS No.: 84-69-5)

# = (Note) :

1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. MDL = Method Detection Limit (75 %48 B4 MRAE)

3. n.d. = Not Detected (ki)

4. "-" = Not Regulated (&8 *14)

5. HAMAIKAENTFAZRRARR  RETHRAANRLERRALTEHNE—MH L4 E. (The samples
was/were analyzed on behalf of the applicant as mixing sample in one testing. The above results
was/were only given as the informality value.)
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€44 7#£® / Analytical flow chart of Heavy Metal

RIFAT MR 254 RICR2ER - (NEBARTERS)

These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )
B 33X A8 : RE3% / Technician : Rita Chen
B 33K & F A kECE / Supervisor: Troy Chang

| 4% - #4445 / Cutting ~ Preparation ]

v
l B4 % €& / Sample Measurement ]
[
—] s Cr(VI)
44 Pb/4% Cd/k Hg ¥ v
4
P | Je4 /% / Non-metal —I | 2§ / Metal |
=O-¥] G AR B ATERH
Acid digestion with microwave / hotplate ABS/PC/PVC ] # 464 K [Others ‘
* v v #7k %5 / Boiling
RBEREE] £ 150~160°C F 4 water extraction
1@ & / Filtration Dissolving by {t. / Digesting at
— ultrasonication 150~160C +
| v L. AP EBEES |
+ + EO0CHHATR LR #sk & | Separating Cool, filter digestate
) I 74 1t / Digesting at to get aqueous
7% | Solution #% 7% / Residue 60C by phase through filter
ultrasonication *
v [ : | S
R MmN EE S
1) &% &% / Alkali fusion = = Add diphenyl-
2) ## 58 /HClto dissolve V% pH { pHaslusiment —| carbazide for color
f development
Ao N % & %85 & / Add diphenyl- ;
carbazide for color development
\4 + A UV-VIS » &34
& i b A Lo g T b %R 4E 540 nm #
SAmETREMARA/ICP-OES 22 UV-VIS » #5574 540 nm & ik & | Measure
%45 & | Measure the absorbance at the absorbance at
540 nm by UV-VIS 540 nm by UV-VIS
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SRR/ % 80 X854 A2 E / Analytical flow chart - PBB/PBDE

B B AE A% % /Technician: Yaling Tu
B 3 & & A 5RELE [ Supervisor: Troy Chang

#RB|XA2F | First testing process ——»
EFMHHREZA [ Optional screen process ssssmas:
342 | Confirmation process m + == «p

Sample/ # &
v
Sample pretreatment / # & 37 & 32 l

| ]
Screen analysis / #7 & »# l .
IIIIIlllIIllllIlll.llllIIIIIIIIIIIIIIIIIII:

v

Sample extraction # & % B/
Soxhlet method % & ¥ &k

]
v

Concentrate/Dilute Extracted solution
ERRBGIHR

‘-

P

Filter /| % Bz :@7E

4-

GCIMS/ fta R & 4k
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TH# 2+ A ZE / Analytical flow chart - Phthalate

B 3K AE A% /Technician: Yaling Tu
B P& FAC kELE / Supervisor : Troy Chang

[ 8.7 s£Mest method: IEC 62321-8)

HLATRE/ 2tk |
Sample pretreatment/separation

'

ok THF m Sk s B3R /
Sample dissolved/extracted by THF

'

EERGRHE /
Dilute Extracted solution

!

AR R M E RS
Analysis was performed by GC/MS
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*BAPWANRART AATARERAZSEL/Ha. X
(The tested sample / part is marked by an arrow if it’s shown on the photo.)

CE/2019/A4335

¥ 4L R (End of Report) **
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